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Fig.1  Optimized crystal structures of graphene (a) and graphdiyne (b) 
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Fig.2  Energy band structures of graphene (a) and  

graphdiyne (b) 
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Fig.3  Density of states (a, b) and electric charge density (c, d) of graphene (a, c) and graphdiyne (b, d) 

 

� 1  ���������	
�������������(L)���������(P) 

Table 1  Atomic orbital populations, atomic charges, bond lengths, band populations of graphene and graphdiyne 
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Fig.4  Imaginary part (a), and real part (b) of complex dielectric function; absorption function (c) and conductivity (d) of graphene and 

graphdiyne  
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Fig.5  Complex refractive index (a), extinction (b), loss function (c), and reflectivity (d) of graphene and graphdiyne 
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First-Principles Study of Electronic Structures and Optical Properties of 

Two-Dimensional Carbon Materials 

 

Li Yang, Ao Lingyi, Wang Qiang   

(Southwest University, Chongqing 400715, China) 

 

Abstract: The electronic structures and optical properties of two-dimensional carbonaceous graphene and graphdiyne were studied based on 

density functional theory (DFT). The results reveal that the graphene is more stable than the graphdiyne. In the vicinity of Fermi level, the 

electronic states of graphene and graphdiyne are mainly contributed by the C-2p state. The graphene exhibits better non-linear optical absorption 

properties and electrical conductivity under the visible light conditions. However, graphdiyne has excellent optical absorption and electrical 

conductivity in the range of partial infrared light. In addition to the transition from valence-band to conduction-band, there is also the inner-band 

transition near the Fermi level. The conclusion can provide theoretical basis for the application of two-dimensional carbon material graphene 

and graphdiyne in optoelectronic devices and photocatalysis. 

Key words: graphene; graphdiyne; electronic structures; optical properties 

 

Corresponding author: Wang Qiang, Ph. D., Associate Professor, School of Materials and Energy, Southwest University, Chongqing 400715, P. 

R. China, E-mail: wysnu@swu.edu.cn 

 

 

 


