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Abstract: The hot deformation behavior of Al-0.04Er-0.08Zr alloy was investigated by hot compression tests in the 

temperature range from 200 °C to 450 °C. True stress-true strain curves were analyzed by linear fitting using Arrhenius-type 

equation, and deformation microstructure was studied by TEM. The results indicate that dynamic recovery is the dominated 

softening mechanism for both the solutionized and the aged sample during hot compression. Hot deformation especially at 

high temperature and low strain rate induces rapid precipitation in the solutionized samples. Dynamic precipitation apparently 

leads to the increase of the flow stress of the solutionized samples during hot compression process, but does not effectively 

enhance the microhardness of the deformed samples. The dynamic precipitation also leads to deviations of the Arrhenius-type 

fitting of the stress-strain curves. 
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Intensive researches have been conducted on mi-

cro-alloyed aluminum alloys, and researchers found that 

coherent intermetallic dispersoids with L1

2

 structure are 

effective on strengthening and enhancement of the thermal 

stability in aluminum alloys

[1]

. During aging or homogeni-

zation process, the supersaturated Al-Zr alloys decompose 

to form a large amount of thermodynamically metastable, 

coherent, L1

2

-structured Al

3

Zr dispersoids which were 

thermally stable at elevated temperature

[2,3]

. These 

nano-scaled Al

3

Zr dispersoids were resistant to coarsening 

and dissolution attributed to the low diffusivity of Zr in 

α-Al

[1,4]

. Therefore, small addition of Zr were often made to 

wrought high strength aluminum alloys to form Al

3

Zr dis-

persoids which could inhibit recrystallization and control 

the evolution of grain and subgrain structures during hot 

rolling or solution treatment process

[5]

. But the precipitation 

kinetics of Al

3

Zr was relatively sluggish due to the low 

diffusivity of Zr

[6]

. The strengthening effect of the disper-

soids depended on the number density, size, volume frac-

tion, inter-precipitate spacing and distribution

[1]

. For alu-

minum alloys micro-alloyed with Zr after aging, a gradient 

of dispersoids size and number density existed due to the 

dendritic micro-segregation of Zr during solidification

[3,7]

, 

which had deleterious effects on the mechanical proper-

ties

[2,8]

. Moreover, the Al-Zr alloy could not be homoge-

nized because the D0

23

-structured Al

3

Zr dispersoids pre-

cipitated in dendritic core reduced the amount of Zr avail-

able for precipitation in subsequent aging process

[9]

. 

Composite addition of Sc, Er or Yb combined with Zr can 

strengthen the alloy significantly by accelerating the precipi-

tation process and increasing the number density of disper-

soids due to the formation of core-shell structured disper-

soids with Sc, Er or Yb segregated in the core and Zr in the 

shell

[6, 10-13]

. Silicon also had some influence on enhancing 

the precipitation kinetics in aluminum alloys such as Al-Hf, 

Al-Sc-Zr and Al-Sc-Er-Zr

[14-16]

. However, the aging time to 

obtain the peak hardness is still much longer than that of 

other age hardenable aluminum alloys. It had been reported 
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that dislocations and substructures introduced by deformation 

lead to a significant acceleration in precipitation process be-

cause of denser nucleation of dispersoids compared with 

static precipitation and higher diffusivities of solutes due to 

the dislocation pipe diffusion mechanism 

[17,18]

 in many kinds 

of alloys, such as steel and aluminum alloys

[19,20]

. These 

strain-induced dispersoids may in turn retard the recovery 

and recrystallization process by inhibiting dislocation and 

grain boundary movement

[21,22]

, so as to preserve many sub-

structures to improve the mechanical properties 

[23,24]

. 

Previous research has shown that there is a synergetic 

effect between Er and Zr on the precipitation hardening of 

Al-Er-Zr alloys, which leads to a significant aging harden-

ing effect by the addition of 0.04at% Er in Al-0.08Zr (at%) 

alloy. A large amount of nano-scaled, dispersed distributed 

and heat-resistant Al

3

(Er, Zr) dispersoids form even at ele-

vated temperature during aging

[12]

, which indicates that 

Al

3

(Er, Zr) dispersoids can be dynamically precipitated 

during hot deformation. However, there is no report on the 

dynamic precipitation in Al-Er-Zr alloys. Therefore, this 

paper investigates the dynamic precipitation behavior in 

this alloy and also the effect on mechanical properties. 

1  Experiment 

The experimental materials were prepared by diluting 

commercially pure aluminum with Al-6Er (wt%) and 

Al-4Zr (wt%) master alloys. Appropriate amount of the 

starting materials were melted by heating to 780 °C. The 

melt was cooled to about 720 °C, and then poured into an 

iron mold at room temperature to produce a 15 mm×150 

mm×200 mm plate. The chemical composition was verified 

by X-ray fluorescence spectroscopy as shown in Table 1. 

For convenience, the nominal composition, Al-0.04Er- 

0.08Zr, was used to denote the alloys in the following text. 

Two kinds of samples denoted as solutionized and aged 

samples were prepared for subsequent hot compression test. 

The solutionized samples were homogenized in air at 640 

°C for 20 h, then quenched in water to room temperature, 

while the aged samples were then isothermally aged at 350 

°C for 65 h to reach the peak hardness. 

Cylindrical samples for compression with 15 mm in 

length and 10 mm in diameter were machined from the so-

lutionized and aged samples

[25]

. Hot compression tests were 

carried out on a Gleeble-3800 thermomechanical simulator 

at constant strain rates of 0.001, 0.01, 0.1, 1 and 10 s

-1

 with 

the temperature of 200, 300, 400 and 450 °C. The samples 

were padded with slices of graphite between samples and 

compression strokes for lubrication. All the samples were 

heated to test temperature with heating rate of 10 °C/s and 

held for 60 s to ensure temperature uniformity before com-

pression. Each sample was deformed to a true strain of 0.6 

and then water quenched to freeze the microstructure. The 

true stress-true strain data were obtained by the controlling 

computer with an automatic data acquisition system. 

The compressed samples were sectioned parallel to the 

compression axis and polished for microhardness test. 

Vickers microhardness was measured by the mean value 

from at least 10 independent measurements with a load of 

200 g and a dwell time of 10 s. Slices for transmission 

electron microscopy (TEM) samples were cut from the de-

formed samples parallel to the compression axis, and were 

subsequently ground to less than 70 µm and punched into 3 

mm discs. Then thin foils for TEM observation were pre-

pared by twin-jet polishing with an electrolyte solution 

consisting of 30% HNO

3

 and 70% methanol below –30 °C. 

TEM observation was carried out by a JEOL 2010 micro-

scope with an operating voltage of 200 kV.  

2  Results and Discussion 

2.1  True stress-true strain curves 

Fig.1 shows the true stress-true strain curves with friction 

and temperature correction for Al-0.04Er-0.08Zr alloys 

compressed at temperatures from 200 °C to 450 °C with 

various strain rates from 0.001 to 10 s

-1[26]

. Generally, the 

effects of temperature and strain rate on flow stress are sig-

nificant. It can be seen that at the initial stage of compres-

sion, the flow stress rises sharply as strain increases due to 

work hardening, and then increases gradually with a rela-

tive low rate with growing strain. At a constant temperature 

the flow stress rises with the increase of strain rate, and at a 

constant strain rate the flow stress decreases with the in-

crease of temperature. As can be seen from Fig.1, the flow 

curves exhibit monotonic hardening to a steady stage under 

the conditions of 400 °C/0.001 s

-1

, 450 °C/ 0.001~0.1 s

-1

 for 

solutionized samples, and 400 °C/0.001 s

-1

, 450 °C/ 

0.001~0.01 s

-1

 for aged samples. At other conditions, how-

ever, the flow curves exhibit continuous flow increasing. 

The fault stacking energy of aluminum alloys is relatively 

high, which means that obstacles are easy to be overcome 

by dislocation movements through climb or cross-slip, and 

dynamic recovery is prone to occur during hot deformation. 

At high temperature and low strain rate, the curves exhibit 

steady stage as a result of balance between work hardening 

and dynamic softening, and dynamic recovery is the domi-

nated mechanism, whereas at other conditions, work hard-

ening is the dominated mechanism which consists of dislo-

cation interaction and the rise of dislocation density

 [27-29]

. 

Fig.2 shows the flow stress with true strain of 0.5 at dif-

ferent strain rates and temperature for both solutionized and 

aged samples

[30]

. For hot compression at 200 °C at the same 

strain rate, the flow stress of the aged samples is higher 

 

Table 1  Chemical composition of the experimental alloy (at%) 

Sample Er Zr Si 

Al-0.04Er-0.08Zr 0.031 0.085 0.140 
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than that of the solutionized samples. However, at tem-

perature of 300 °C and strain rate of 0.001 s

-1

, the flow 

stress of the solutionized sample is higher than that of the 

aged sample. At temperature of 400 and 450 °C, the flow 

stress of the solutionized sample is higher than that of the 

aged sample at strain rate which ranges from 0.001 s

-1

 to 1 

s

-1

. The solutionized samples were homogenized in air at 640 

°C for 20 h and quenched in water to room temperature be-

fore hot compression, i.e. solution treatment for Al-Er-Zr 

alloy. Therefore, no Al

3

(Er, Zr) secondary dispersoids ex-

isted in the solutionized samples before compression. The 

aged samples were isothermally aged at 350 °C for 65 h to 

approach the peak hardness before compression, and this 

resulted in the precipitation of Al

3

(Er, Zr) dispersoids which 

were dispersed distributed in Al matrix with high number 

density and small size

[12]

. These nano-scaled dispersoids 

inhibit the dislocation movements, which should lead to the 

larger deformation resistance in most cases. But there are 

exceptions as shown in Fig.2. Further investigations have 

been made below to study this phenomenon. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Fig.1  True stress-true strain curves of solutionized and aged samples for Al-Er-Zr alloys at different temperatures: (a) 200 °C, (b) 300 °C, 

(c) 400 °C, and (d) 450 °C  

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Fig.2  Flow stress with true strain of 0.5 at different strain rates 

and temperatures for both solutionized and aged samples 

2.2  Linear fitting analyses  

When aluminum alloys are deformed at elevated tem-

perature, work hardening and dynamic restoration occur 

contemporarily, and flow curves are the result of interaction 

of them. Dynamic recovery and dynamic recrystallization 

are the two softening mechanisms during hot deformation 

process in alloys, which concurrent and compete with each 

other

[28]

, and for aluminum alloys dynamic recovery is 

prone to occur. Generally the correlation between flow 

stress and work conditions can be established by analyzing 

flow curves. A hyperbolic-sine Arrhenius-type equation has 

been widely used to describe the relationship among strain 

rate )(ε

�

, flow stress (σ) and temperature (T) during hot 

deformation

 [28,31]

: 

[sinh( )] exp( / )

n

A Q RTε ασ=

�

�

                  (1) 

where Q is the deformation activation energy, R is the gas 

constant, σ is the flow stress, A, α and n are materials con-
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stants. When the flow stress is low, Eq.(1) can be simplified 

to a power relationship similar to that for creep: 

exp( / )

n

A Q RTε σ

′

′

=

�

�

                         

(2) 

while at high stress, Eq.(1) becomes an exponential rela-

tionship: 

exp( )exp( / )A Q RTε βσ

′′

=

�

�

               ( 3 ) 

'/nβα =

                                    

(4) 

where A′, A″, n′, β are materials constants. 

Supposing that the relationship between flow stress and 

work conditions of the tested alloy satisfies Eq.(1) to Eq.(3), 

the following equations can be obtained by taking the loga-

rithm of both sides of the three equations: 

ln ln ln[sinh( )] /A n Q RTε ασ= + −

�

          

( 5 ) 

ln ln  ln /A n Q RTε σ

′ ′

= + −

�

                    

 

(6) 

ln ln /A Q RTε βσ

′′

= + −

�

                  

     (7) 

Substituting the values of strain rates and corresponding 

flow stresses at the true strain of 0.5 into Eq.(6) and Eq.(7) 

gives the relationship between flow stress and strain rate at 

different temperatures, as shown in Fig.3. According to 

Eq.(7), a linear relationship exists between 

lnε

�

 and σ with 

slope β, and for Eq.(6) a linear relationship exists between 

ln -lnε σ

�

 and 

lnε

�

with slope n′. The values of β and n′ can 

be obtained from the slope of each line in 

ln -ε σ

�

 and 

ln -lnε σ

�

 plots by linear fitting as shown in Fig.3. The 

mean value of β and n′ for solutionized samples can be 

computed as 0.3217/MPa and 16.8702, and for aged sam-

ples are 0.2290/MPa and 12.5117, respectively. Then α for 

solutionized alloy is 0.0191/MPa and for aged alloy is 

0.0183/MPa.  

The values of n can be obtained from the slope of each 

line in 

ln ε

�

-ln[sinh(ασ)] plots by linear fitting. The 

lnε

�

 

and ln[sinh(ασ)] of the aged samples show a good linear 

relationship with slopes n of 8.2, 7.5, 7.7 and 7.0 at 200, 

300, 400 and 450 °C, respectively as indicated by Fig.4b, 

but there are apparent deviations for solutionized samples at 

400 and 450 °C as shown in Fig.4a. The deviations are the 

most remarkable at the strain rate of 0.001 and 0.01 s

-1

, i.e. 

at high temperature and low strain rate. For solutionized 

samples the slopes at 200 and 300 °C are 16.2 and 15.0, 

respectively. At 400 and 450 °C, the slopes at the strain 

rates between 0.1 and 10 s

-1

 are 11.1 and 10.4, respectively. 

In contract, at the lower strain rates between 0.001 and 0.1 

s

-1

, the slopes of the curves at 400 and 450 °C are 6.6 and 

6.5, respectively, which are lower than that at higher strain 

rate and lower temperatures but close to that of the aged 

samples.  

Another linear relationship can be derived from Eq.(5) 

and simplified as Eq.(8). The slopes can be derived by par-

tial differentiating and expressed as Eq.(9). Substituting the 

values of temperatures and corresponding flow stresses at 

the true strain of 0.5 into Eq.(8) gives the plots of 

ln[sinh(ασ)]-1000/T, and the values of the slopes can be 

obtained by linear fitting, as shown in Fig.3. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Fig.3  Relationships of 

ln -ε σ

�

for solutionized (a) and aged (b) samples;

ln -lnε σ

�

for solutionized (c) and aged (d) samples
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1 ln ln

ln[sinh( )]

Q A

nR T n

ε

ασ

−

= +

�

              (8) 

ln [ s in h ( ) ]

[ ]

(1 / )

Q

nR T

ε

α σ∂

=

∂

�

                    (9) 

For the linear relationship between ln[sinh(ασ)] and 1000/T, 

aged samples show a good linear relationship with slopes of 

2.5, 2.5, 2.6, 2.6 and 2.2 at the strain rate of 0.001, 0.01, 0.1, 

1 and 10 s

-1

, respectively as indicated by Fig.4d, but there 

are apparent deviations for solutionized samples at the 

strain rate of 0.001 and 0.01 s

-1

 as shown in Fig.4c. The 

slopes of the curves of solutionized samples at the stain rate 

of 0.1 and 1 and 10 s

-1

 are 1.6, 1.6 and 1.5, respectively. At 

the strain rate of 0.001 and 0.01 s

-1

, the slopes between 200 

and 300 °C are 1.6 and 1.5, respectively, which are similar  

 

to the slopes at high strain rates. However, the slopes be-

tween 300 and 450 °C are 3.2 and 3.1, which are greater 

than that at higher strain rates and lower temperatures but 

close to that of the aged samples as shown in Fig.4c.  

2.3  Microstructure observation 

Fig.5 shows the microstructures of solutionized samples 

compressed at 200, 400 °C and at a strain rate of 0.001 s

-1

. 

As can be seen from Fig.5a and 5b�there exist so many 

subgrains at both 200 °C and 400 °C, which implies that 

dynamic recovery coexists with the deformation. 

Fig.6 shows the microstructures of solutionized samples 

compressed at 200, 300, 400 and 450 °C at a strain rate of 

0.001 s

-1

. It can be seen from Fig.6a and 6b that there is no 

observable dispersoids no matter in subgrains or at the sub 

grain boundaries at 200 and 300 °C. At 400 °C, however,

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Fig.4  Relationships of 

ln ε

�

-ln[sinh(ασ)] for solutionized (a) and aged samples (b); ln[sinh(ασ)]-1000/T for solutionized (c) and aged 

samples (d)  

 

 

 

 

 

 

 

 

 

 

Fig.5  TEM images of the solutionized samples after hot compression with a strain rate of 0.001 s

-1 

at temperatures of 200 °C (a) and   

400 °C (b) 
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Fig.6  TEM images of the solutionized samples after hot compression at different temperatures with a strain rate of 0.001 s

-1

: (a) 200 °C, 

(b) 300 °C, (c) 400 °C , and (d) 450 °C 

 

there are great amounts of nano-scaled dispersoids, and the 

distribution is not homogeneous. Some dispersoids distrib-

ute along a line, while others distribute relatively disper-

sively as shown in Fig.6c. At 450 °C there are also many 

dispersoids and the distribution is also heterogeneous simi-

lar to 400 °C as shown in Fig.6d. The nano-scaled disper-

soids heterogeneously distributed in a chain-like manner 

imply that they are nucleated on dislocations or substruc-

tures introduced by hot compression. 

Fig.7 shows the microstructure of solutionized samples 

after hot compression at 400 °C with strain rates of 0.01~10 

s

-1

. From Fig.7a it can be found that there are large amounts 

of dispersoids after compression with strain rate of 0.01 s

-1

. 

Fig.7b~7d are the microstructure of the samples com-

pressed with strain rates of 0.1, 1 and 10 s

-1

, respectively. In 

Fig.7b there still exist many dispersoids, but the number 

density decreases apparently compared with Fig.7a, and 

most of the dispersoids distribute along lines. In Fig.7c and 

7d, with the increase of strain rate, the number density de-

creases further, while the proportion of the linear distrib-

uted dispersoids increases. At the strain rate of 10 s

-1

 a few 

dispersoids exist and almost all of them distribute in a 

chain-like manner as shown in Fig.7d. 

As concluded from Fig.6 and Fig.7, high temperature and 

low strain rate is suitable for dynamic precipitation in 

Al-0.04Er-0.08Zr alloy. The dynamic precipitation is sig-

nificantly affected by hot compression temperature. As 

shown in Fig.6, there are many dispersoids after compres-

sion at 400 °C and 450 °C with strain rate of 0.001 s

-1

, and 

most of them nucleate on dislocations. At 200 °C and 300 

°C, however, few dispersoids appear in the samples com-

pressed at the same strain rate of 0.001 s

-1

 (i.e. the longest 

deformation time). This is due to the fact that the diffusivi-

ties of Er and Zr in α-Al increase exponentially with in-

crease of temperature. For this reason, the dynamic pre-

cipitation is sluggish at 200 and 300 °C even though accel-

erated by dislocations and thereby cannot retard the dislo-

cation movements effectively contrast to that at 400 and 

450 °C. 

Dynamic precipitation is also affected by strain rate when 

the sample is deformed at constant temperature. With the in-

crease of strain rate, the number density of dispersoids de-

clines, and the proportion of the heterogeneously distributed 

dispersoids increases at 400 °C as shown in Fig.7. The possi-

ble reason is that with the increase of strain rate, the time for 

deformation and precipitation becomes shorter, which means 

that less time is available for the dispersoids to grow and 

coarsen. The dispersoids tend to nucleate on defects such as 

dislocations because heterogeneous nucleation reduces the 

nucleation energy, while the growth and coarsening rates in-

crease due to the dislocation pipe diffusion mechanism

[17]

. 

Therefore, at high strain rate only the dispersoids nucleated 

on dislocations have enough time to grow and coarsen to the 

size observable in TEM, which leads to the more inhomoge-

neous distribution of dispersoids.  

It has been well known that the precipitation can occur at 

a rate considerably larger than static precipitation when 

deformation is continuous and concurrent with the precipi-

tation. This is attributed to the dense nucleation on disloca-

tions and enhanced growth rate under the deforming condi-

tions

[19,20]

. According to previous research, it took several 

hours to obtain observable dispersoids in TEM when iso-  
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Fig.7  TEM images of the solutionized samples after hot compressed at 400 °C with different strain rates: (a) 0.01 s

-1

, (b) 0.1 s

-1

, (c) 1 s

-1

, 

and (d) 10 s

-1

 

 

thermally aged at 400 °C

[13]

. In this study, there are ob-

servable dispersoids after being compressed within one 

minute (with strain rate of 1 s

-1

), and the number density of 

dispersoids is relatively high after being deformed at a 

strain rate of 0.001 s

-1

 (for 10 min) at 400 °C. This reveals 

that hot deformation induces the rapid precipitation in 

Al-0.04Er-0.08Zr alloy. 

2.4  Influence of dynamic precipitation on mechani-

cal properties 

In order to investigate the influence of dynamic precipi-

tation on the mechanical properties for Al-Er-Zr alloy, flow 

curves and microhardness of the solutionized and aged 

samples were compared. The microhardness values of the 

two kinds of samples after compression are shown in Table 

2. It is easy to find that the values of microhardness for 

aged samples are significantly larger than those of solu-

tionized samples at all the compression conditions in this 

research. For aged samples, referring to the TEM images 

for Al-0.04Er-0.08Zr alloy isothermally aged at 350 °C for 

65 h in previous research

[12]

, there are a great amount of 

small-sized, dispersed distributed Al

3

(Er, Zr) dispersoids in 

the Al matrix before compression. As shown in Fig.6 and 

Fig.7, for solutionized samples compressed at 400 °C and 

450 °C, the sizes of dispersoids are larger because of the 

enhanced growth and coarsening rates, the distribution is 

not homogeneous because of heterogeneous nucleation, and 

the volume fraction is lower due to the very short deform-

ing time. Therefore, these strain induced dispersoids cannot 

strongly retard the dislocation movements at room tem-

perature compared to those static-precipitated dispersoids in 

aged samples. And there is even no observable dispersoids 

in the samples after they are compressed at 200 °C and 300 

°C. These result in the lower microhardness for 

as-deformed solutionized samples. 

According to the results of the linear analysis, aged sam-

ples fit the linear relationships well but not for solutionized 

samples. During hot deformation process, dynamic precipi-

tation may occur in both the solutionized and aged samples. 

For aged samples, peak hardness has been nearly ap-

proached by previous aging, which leads to the low super-

saturation of solutes in α-Al matrix and thus results in low 

driving force for the subsequent precipitation of Al

3

(Er, Zr) 

dispersoids

[3]

. Therefore, the dynamic precipitation is not 

strong enough to significantly affect the flow behavior and 

the linear relationships. 

For solutionized samples, many Al

3

(Er, Zr) dispersoids 

appeared on dislocations by means of dynamic precipitation 

during hot compression. As mentioned in Section 2.1 and 2.2, 

when the samples are deformed at 400 °C and 450 °C with 

strain rates of 0.001~1 s

-1

, the flow stress of solutionized 

samples are higher than that of the aged samples, and the de-

viations to linear relationships appear at the strain rates of 

0.001~0.01 s

-1

. The mechanisms of this phenomenon are be-

low: (1) For solutionized samples, dynamic precipitation on 

dislocations and substructures significantly enhance the de-

formation resistance by strongly dragging and pinning the 

dislocation movements. In particular, at the low strain rates, 

it has longer time for solutionized samples to form enough 

dynamic-precipitated dispersoids thus leading to the signifi-

cant deviations to linear relationships. (2) The sizes of the 

dispersoids are larger than those of aged samples, which may 

retard the dislocation climb and cross-slip more effectively 
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than the dispersoids in aged samples. (3) Micro-alloying 

elements atoms or the formation of atomic cluster may also 

retard the dislocation movements during hot compression

[32]

. 

These mechanisms also give the explanation of the higher 

average hot deformation activation energy for the solution-

ized samples than for the aged samples. 

Generally, for solutionized samples the diffusivities of 

solute atoms are too low at 200 °C and 300 °C, while the 

deformation time is too short at 400 °C and 450 °C with 

ε

�

>1 s

-1

 to form enough dynamic-precipitated dispersoids to 

potently retard the dislocation movements. And this leads to 

the lower flow curves compared with aged samples. How-

ever, at the condition of 300 °C/0.001 s

-1

, there are no dis-

persoids observable in the compressed solutionized sample 

as shown in Fig.5b, but the flow curve is still higher than 

that of the aged sample. It is possible that there exist some 

dispersoids which are too small to be observed due to the 

low diffusivities of Er and Zr atoms, but these strain in-

duced dispersoids can also retard the dislocation move-

ments effectively during compression.  

 

Table 2  Vickers microhardness values (HV) of solutionized and aged samples after hot compression (MPa) 

Strain rates,

ε

�

/s

-1

 

Samples Temperature/°C 

0.001 0.01 0.1 1 

10 

200 433 435 431 426 

430 

300 399 403 414 407 

413 

400 338 342 364 424 

395 

Solutionized 

450 326 338 343 341 

358 

200 576 552 577 582 

627 

300 578 595 557 569 

583 

400 533 508 576 528 

539 

Aged 

450 516 558 547 574 

561 

 

3  Conclusions 

1) Dynamic recovery is the main restoration mechanism 

during hot compression for both aged and solutionized 

samples at temperature ranging from 200 to 450 °C with 

strain rate from 0.001 s

-1 

to 10 s

-1

. The linear fitting of the 

flow curves of the solutionized samples show a deviation 

because of dynamic precipitation which affect deformation 

behavior by retarding dislocation and subgrain boundary 

movements during hot compression process, especially at 

400 °C and 450 °C with strain rate of 0.001 s

-1

and 0.01 s

-1

. 

2) Hot compression accelerates precipitation in solution-

ized Al-0.04Er-0.08Zr alloys. There are observable precipi-

tates after deformation with strain rate of 1 s

-1

(within one 

minute), and the number density of precipitates is relatively 

high after deformation with strain rate of 0.001 s

-1

(for 10 

min). However, there are few precipitates after hot defor-

mation at 200 °C and 300 °C because of low diffusivity of 

Er and Zr. 

3) The flow stress of the solutionized samples are close 

to that of the aged samples at high temperature and low 

strain rate mainly because dynamic precipitation retards 

dislocation movement effectively during hot compression 

process, which enhances hot deformation resistance. But 

the microhardness of the solutionized samples is lower than 

that of the aged samples after compression. 
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