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Abstract: Solidification temperature range, temperature sensitivity of the solid fraction, temperature process window and phase 

composition and transformation path of Mg-9Zn-XAl (X=2, 4, 6, wt%) alloys were calculated by Pandat calculation, and studied by 

experiment. The results indicate that a larger temperature window is conducive to the control and operation of semi-solid forming for 

the Mg-9Zn-XAl alloy. The temperature sensitivity of all solid fractions is smaller than 0.015. Mg-9Zn-XAl alloys have different 

transformation temperatures and paths of the phase at different Al additions. α-Mg, MgZn, Mg

32

(Al, Zn)

49

 and Al

5

Mg

11

Zn

4

 are 

formed in all samples. When Al addition is increased to 6%, Mg

17

Al

12

 phase is formed. The grain size and roundness of 

Mg-9Zn-XAl alloys prepared by self-inoculation rheo-diecasting method are 65.3, 56.5, 52.2 µm and 1.3, 1.19, 1.23, respectively. 

When the working temperature is 150 °C, the comprehensive strength and deformation are 278, 283, 295 MPa and 36.22%, 33.02%, 

31.21%, respectively. 
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In recent years, lightweight materials in the fields such as 

automobile and aerospace etc have been required, which lead 

to an increase in the dosage of aluminum and magnesium 

alloys in these fields

[1]

. Compared with aluminum alloys, 

magnesium alloys are lighter, but Mg alloys exhibit poor 

resistance and poor mechanical properties. Magnesium alloys 

which are prepared by traditional casting have a lot of defects. 

After Flemings developed semi-solid forming, many scholars 

have used this technology and formed high quality castings, 

which have good compactness, lower porosity, and can be 

strengthened by heat treatment

[2,3]

. However, many scholars 

have committed themselves to studying the microstructure and 

properties by adding elements, changing Zn/Al ratios, and 

heat treatment

[4-6]

. There are very few studies on high Zn 

magnesium alloys that were formed by semi-solid metal (SSM) 

casting. Selected alloy types can be developed with semi-solid 

forming through thermodynamic calculation for alloys. 

Information can be provided by thermodynamic analysis for 

semisolid processing of an alloy

[7]

.  

Agnew et al

[8]

 pointed out that thermodynamic modeling is 

useful for computational materials science and engineering 

approaches in alloy development. The process temperature, 

sensitivity, freezing ranges, and the detailed constitution are 

essential for semi-solid forming of an alloy. These parameters 

are obtained by thermodynamic calculation. To choose and 

design better semi-solid alloys, metal solidification and the 

quantity of the precipitated phase are calculated by combining 

computer software with a thermodynamic database. Atkinson 

et al

[9]

 predicted the 7000 series Al-Zn-Mg-Cu system alloy 

composition, amenable to semi-solid processing, using 

thermodynamic calculation. Liu

[10]

 et al studied the effect of 

added copper on the thixoformability of alloy A356 and the 
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effect of added silicon on the thixoformability of alloy 2014, 

which used MTDATA and thermodynamic and phase 

equilibrium software combined with the MTAL database. Li et 

al

[11]

 studied alloy optimization with thermodynamic simu- 

lations for semisolid processing of commercial AM60 alloy. 

The effects of various alloying elements on the solidification 

behavior and SSM processability of AM60 alloy were 

calculated by Pandat software. GrÖbner et al

[12]

 investigated 

phase equilibria and transformation in ternary Mg-Cd-Zn 

alloys. Liu

[13]

 predicted the major phases of a high zinc- 

containing Al-Zn-Mg-Cu alloy in an experiment with thermo- 

dynamic calculation. Xia et al

[14]

 studied ternary phases in an 

Mg-Zn-Sm system at the Mg-rich corner by thermodynamic 

modeling and experimental investigation. However, there was a 

small amount of high Znic magnesium alloy, which was 

calculated by thermodynamic analysis for semisolid processing. 

In this work, Mg-9Zn-XAl(X=2, 4, 6, wt%) alloys, used for 

semisolid processing, were optimized by thermodynamic 

calculation. The feasibility of Mg-9Zn-XAl alloys for 

semi-solid forming was analyzed, and they were validated by 

experiment. Meanwhile, the effects of Al content on forming 

feasibility and microstructure and phases were investigated. 

1  Calculation Model and Experiment 

1.1  Materials 

To study the semisolid processability of Mg-9Zn-XAl alloy, 

their chemical components are given in Table 1. All 

calculations and experiments were based on these composition 

to analyze the semisolid processability of Mg-9Zn-XAl alloys. 

1.2  Calculation model 

Pandat software (Computherm, Madison, WI. USA) was 

used to calculate the solidification process of Mg-9Zn-XAl 

alloy, which includes solidification temperature range, 

temperature sensitivity of the solid fraction, temperature 

process window, and phase transformation. The solidification 

model was chosen as non-equilibrium (Scheil). The calculation 

of the solidification process was carried out by inputting the 

various alloying elements (Mg, Zn and Al) at different levels 

and allowing Pandat software to calculate the solidification 

process for their respective mass fractions in the alloy at 

selected temperatures. The Pandat database PanMg8 was used 

in the calculations

[15]

. 

1.3  Experiment 

In this study, semi-solid billets were prepared by self- 

inoculation method (SIM), and the process route is illustrated 

in Fig.1. The alloys used in this study were novel high Zn 

magnesium alloys, which include ZA92, ZA94 and ZA96. 

 

Table 1  Chemical components of experimental alloy (wt%) 

Alloy Zn Al Mg 

ZA92 9 2 Bal. 

ZA94 9 4 Bal. 

ZA96 9 6 Bal. 

 

 

 

 

 

 

 

 

 

 

 

Fig.1  Schematic of self-inoculation rheo-diecasting 

 

Commercially pure Mg, Zn, and Al were used in an 

SG2-75-10 resistance furnace with a steel crucible of 108 mm 

in diameter and 250 mm in height. The whole process was 

conducted under the cover of a protective atmosphere (Ar). A 

K-type thermo-couple was inserted into the middle of the 

crucible to measure the temperature of the melt. The 

Mg-9Zn-XAl alloy was melted and held at 700 °C for 10 min, 

and degassed by C

2

Cl

6

 at 730 °C. The melted Mg-9Zn-XAl 

magnesium alloy was treated by SIM under the same super 

heat of 80 °C. Then, the billets were formed by a die casting 

machine. 

The samples were etched with an etchant 4 vol% nital. 

Differential scanning calorimetry (DSC) was performed using 

a NETZSCH STA 409C/CD instrument. The test was 

performed at a heating rate of 10 °C/min from room 

temperature up to 650 °C. The microstructures and phases 

were analyzed by OM and XRD. 

2  Thermodynamic Analysis of Mg-9Zn-XAl Alloy 

An alloy for semi-solid processing should meet three 

criteria for the controllability of the forming process

[16]

: (1) 

The solidification range of an semi-solid method (SSM) alloy 

should be from 20 °C to 130 °C. (2) In a range of the solid 

fraction that is suitable for semi-solid forming, the 

temperature sensitivity of solid fraction, which is -dfs/dT, 

should be less than 0.015. (3) The temperature process 

window should be more than 6 °C.  

2.1  Solidification temperature range 

The solidification temperature range is usually defined as 

the temperature range between the solidus and the liquidus of 

an alloy. The solidification temperature range is zero for pure 

metal and eutectic alloy. However, the alloy has a wide 

solidification temperature range, and the wider solidification 

is conducive to semi-solid forming. Alloys with a too wide 

solidification temperature range may be subjected to hot 

tearing. Hence, the solidification range of an SSM alloy 

should be from 20 °C to 130 °C. 

The solid fraction vs temperature curves of Mg-9Zn-XAl, 

solidified under non-equilibrium conditions, were calculated 

by Pandat software. From the result of calculations, as shown 

1 Self-inoculants       2 Pouring cup 

3 Cooling channel      4 Water pipe 

5 Collective slurry      6 Insulation of slurry 

7 Transport of slurry    8 DAK 450-54 die casting machine 
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in Fig.2 and Table 2, with Al contents increasing, the liquidus 

temperature decreases, and the solidus temperature basically 

remains unchanged. So, the solidification temperature range 

(∆T=T(φ

s

=0)−T(φ

s

=1)) of Mg-9Zn-XAl decreases. When Al 

additions are 2%, 4%, and 6%, the solidification temperatures 

range are 271.5, 259.5, and 247.3 °C, respectively.  

In the forming process, the solidification temperature range 

of semi-solid forming is not ∆T, and the available temperature 

range of SSM processing is smaller than that from liquidus to 

solidus. Hence, for SSM processing, an available solidifi- 

cation temperature range (∆T

ATR

) should be the range of 

temperature from a suitable SSM processing temperature to 

the eutectic temperature. The secondary solidification phase, 

with hot tearing and pores of the alloy, are affected by ∆T

ATR

. 

SSM processing includes rheo-forming and thixo-forming, 

and the rheo-forming ∆T

ATR 

and thixo-forming ∆T

ATR

 are 

different for the same alloy. The rheo-forming ∆T

ATR

 is 

defined as T(φ

s

=0.4)−T(φ

s

=1), and the thixo-forming ∆T

ATR

 is 

defined as T(φ

s

=0.6)−T(φ

s

=1). From the result of calculations 

as shown in Table 2, with Al addition increasing, ∆T

ATR

 

decreases. When Al addition is 2%, 4%, and 6%, the 

rheo-forming ∆T

ATR 

is 236.3, 202.6 and 185.2 °C, respectively, 

and the thixo-forming ∆T

ATR

 is 207.5, 166.9, and 139.9 °C. 

The calculation data were compared with the experimental 

results using DCS with a heating rate of 5 °C/min. Gottardi et 

al

[17]

 showed that DSC is an optimal tool for measuring the 

actual solid fraction of an alloy. DSC curves of Mg-9Zn-XAl 

are given in Fig.3. The DSC curves have two large peaks, 

which represent the eutectic and the liquidus temperatures. It 

can be seen that Al addition has a significant impact on the 

solidification process. With Al addition increasing, the DSC 

curves of the experimental alloys have an obvious change. The 

peak value of the eutectic temperature is moved right, and the 

peak value of the nucleation temperature is moved left. The 

 

 

 

 

 

 

 

 

 

 

 

 

 

Fig.2  Temperature vs solid fraction curves for Mg-9Zn-XAl alloy: (a) ZA92, (b) ZA94, and (c) ZA96 

 

Table 2  Solidification temperature ranges of Mg-9Zn-XAl 

alloys (°C) 

Alloy φ

s

=0 φ

s

=0.4 φ

s

=0.6 φ

s 

=1 

Rheo-forming, 

∆T

ATR

 

Thixo-forming, 

∆T

ATR

 

ZA92 609.6 584.0 555.2 338.1 236.3 207.5 

ZA94 597.6 566.2 530.5 338.1 202.6 166.9 

ZA96 585.4 548.8 503.5 338.1 185.2 139.9 

 

eutectic temperature is 337.2, 346.7, and 351.6 °C, and the 

nucleation temperature is 614.7, 590.2, and 582.1 °C, 

respectively, for ZA92, ZA94 and ZA96 alloy. The experi- 

mental results are basically the same as the calculated results 

by Pandat software. 

2.2  Temperature sensitivity of solid fraction 

The solid fraction is an important part of semi-solid forming. 

 

 

 

 

 

 

 

 

 

 

 

 

Fig.3  DSC curves of Mg-9Zn-XAl alloy: (a) ZA92, (b) ZA94, and (c) ZA96 
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Temperature sensitivity of solid fraction is defined as the 

negative derivative of the temperature vs solid fraction curve, 

i.e. −dφ

s

/dT. Semi-solid processing performance of the alloy is 

affected greatly by the temperature sensitivity of the solid 

fraction. When −dφ

s

/dT is larger, the slope of the temperature 

vs solid fraction curve is larger. Therefore, a smaller transfor- 

mation of the temperature leads to a solid fraction that causes 

a larger transformation. For semi-solid forming, when −dφ

s

/dT 

is small, the alloy melt temperature is easy to control. 

Fig.4 shows the relationship between the solid fraction and 

temperature sensitivity of Mg-9Zn-XAl. With Al addition 

increasing, the solid fraction decreases. When −dφ

s

/dT is 

0.015, the solid fraction is about 25%, 18%, and 5%, 

respectively, for ZA92, ZA94 and ZA96. Fig.4 shows that the 

solid fraction of three points (a, b, c) is 30%, 50%, and 70%, 

respectively, and their temperature sensitivities are less than 

0.015. Hence, Mg-9Zn-XAl (X=2, 4, 6) can be used for 

rheo-forming as well as thixo-forming. 

2.3  Temperature process window 

Fig.5 shows the relationship between the temperature 

process window and the solid fraction. The semi-solid 

temperature process window is also known as the temperature 

processing window. For semi-solid forming, the absolute error 

leads to a fluctuation of processing temperature during 

experimental operation. Therefore, an understanding of the 

semi-solid processing temperature window, with an accurate 

grasp of the fluctuation of the melt treatment temperature 

during forming, is needed, to accurately control the semi-solid 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Fig.4  Relationship between solid fraction and sensitivity of temperature for Mg-9Zn-XAl alloy: (a) ZA92, (b) ZA94, and (c) ZA96 

 

 

 

 

 

 

 

 

 

 

 

 

 

Fig.5  Relationship between temperature process window and solid fraction for Mg-9Zn-XAl alloy: (a) ZA92, (b) ZA94, and (c) ZA96 
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processing temperature. The ideal solid fraction is 0.3~0.5 and 

0.5~0.7, respectively, for rheo-forming and thixo-forming. 

The semi-solid temperature window is the corresponding 

temperature range of the solid fraction. 

The corresponding temperatures of different solid fractions 

(φ

s

=0.3, 0.4, 0.5, 0.6, 0.7) are marked. The semi-solid 

processing temperature window ∆T

TPW

 is T(φ

s

=0.3)−T(φ

s

=0.5) 

for rheo-forming and T(φ

s

=0.5)−T(φ

s

=0.7) for thixo-forming. 

After calculation (as shown in Table 3), semi-solid processing 

temperature window of rheo-forming are 20.6, 26.1, and 30.6 

°C, and semi-solid processing temperature window of the 

thixo-forming are 22.6, 61.3 and 76.4 °C, for ZA 92, ZA94, 

and ZA96, respectively. With Al addition increasing, the 

semi-solid processing temperature window of the 

Mg-9Zn-XAl alloy increases. The larger temperature window 

is conducive to the control and operation of semi-solid 

forming. Therefore, compared with ZA92 and ZA94, ZA96 

magnesium alloy is easy for semi-solid forming. 

2.4  Phase transformation 

For an extremely slow cooling rate, the ideal solidification of 

an alloy fits the lever rule model. However, the solidification 

process of most alloys is nonequilibrium solidification, in 

practice. Hence, the solidification of the Mg-9Zn-XAl alloy was 

analyzed by the Scheil equation model. Fig.6 shows the amount 

of each individual phase and the temperature range over which 

it is formed. The detailed phases of the Mg-9Zn-XAl alloy, 

and the mass fraction of each phase were calculated. α-Mg, 

Al

5

Mg

11

Zn

4

, Mg

32

(Al, Zn)

49 

, and MgZn phases appear in the 

Mg-9Zn-XAl alloy, and the Mg

17

Al

12 

phase can be found in 

Mg-9Zn-6Al alloy. Anyanwu et al

[18]

 found that when the 

 

Table 3  Temperature process window of Mg-9Zn-XAl 

magnesium alloy at semi-solid state (°C) 

Alloy φ

s

=0.3 φ

s

=0.5 φ

s

=0.7 

Rheo-forming, 

∆T

TPW

 

Thixo-forming, 

∆T

TPW

 

ZA92 593.7 573.1 526.5 20.6 22.6 

ZA94 578.1 552 490.7 26.1 61.3 

ZA96 560.7 530.1 453.7 30.6 76.4 

sum of w(Zn) and w(Al) is 13% and the ratio of the mass of 

Zn to Al is 2, the Mg-(6~14)Zn-(2~8)Al magnesium alloy is 

composed of α-Mg, Mg

32

(Al, Zn)

49 

and MgZn phases. The 

transition path of phases is described by Fig.2, and the points 

(including A, B, C, D and E) show the phase transformation 

temperatures. The phase transformation and reaction of 

Mg-9Zn-XAl alloys are shown in Table 4.  

From Fig.2 and Fig.6, it is shown that crystallization of 

Mg-9Zn-XAl alloys begins with the solidification of a 

magnesium solid solution (α-Mg), and the transition path is 

from point A to point B in Fig.2a~2c. With a decrease of 

solidification temperature, the precipitation path of 

Al

5

Mg

11

Zn

4

, Mg

32

(Al, Zn)

49

, and MgZn phases are point B to 

point C, point C to point D and point D to the end for 

Mg-9Zn-XAl (X=2, 4). The precipitation path of the Mg

17

Al

12

, 

Al

5

Mg

11

Zn

4

, Mg

32

(Al, Zn)

49

, and MgZn phases are point B to 

point C, point C to point D, point D to point E and point E to the 

end for Mg-9Zn-6Al. With increasing Al content, the trans- 

formation temperature of α-Mg phase decreases, but the 

transformation temperatures of Mg

32

(Al, Zn)

49 

and MgZn 

phases are the same. The detailed transformation temperatures 

of the phases are shown in Table 4. 

XRD analysis results of Mg-9Zn-XAl alloys are shown in 

Fig.7. Fig.7 clearly reveals the phase composition at different 

Al additions. In all the samples, α-Mg, MgZn and    

Mg

32

(Al, Zn)

49

 are identified. Al

5

Mg

11

Zn

4 

and Mg

17

Al

12

 phases 

are not found in the ZA92 magnesium alloy. Xing et al

[19]

 

considered that when the ratio of the mass of Zn to Al of the 

alloys is more than 2, the alloys are composed of α-Mg, 

Mg

32

(Al, Zn)

49

, and MgZn phases. The Al

5

Mg

11

Zn

4

 phase is 

near 48° in ZA94 and ZA96, and the Mg

17

Al

12

 phase is near 

36.3° in the ZA96 magnesium alloy. 

Through the above analysis, the Mg-9Zn-XAl alloy can be 

formed by semi-solid processing. The effects of Al content on 

thermodynamic parameters and phase transformation were 

analyzed. For further analysis, Mg-9Zn-XAl alloy was formed 

by SIM. The following experiment was based on the above 

thermodynamic analysis. 

 

 

 

 

 

 

 

 

 

 

 

 

 

Fig.6  Calculated molar fraction of all solidified phases of Mg-9Zn-XAl alloy: (a) ZA92, (b) ZA94, and (c) ZA96 
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Table 4  Reaction of Mg-9Zn-XAl alloy during phase 

transformation 

Alloy Reaction 

609.6 C

-MgL α→

�

 

347.7 C

5 11 4

-Mg Al Mg ZnL α→ +

�

 

339.7 C

32 49

-Mg Mg (Al,Zn)L α→ +

�

 

ZA92 

338.1 C

32 49

-Mg Mg (Al,Zn) MgZnL α→ + +

�

 

597.6 C

-MgL α→

�

 

363.6 C

5 11 4

-Mg Al Mg ZnL α→ +

�

 

339.7 C

32 49

-Mg Mg (Al,Zn)L α→ +

�

 

ZA94 

338.1 C

32 49

-Mg Mg (Al,Zn) MgZnL α→ + +

�

 

585.4 C

-MgL α→

�

 

379 C

12 17

-Mg Al MgL α→ +

�

 

366.2 C

5 11 4

-Mg Al Mg ZnL α→ +

�

 

339.7 C

32 49

-Mg Mg (Al,Zn)L α→ +

�

 

ZA96 

338.1 C

32 49

-Mg Mg (Al,Zn) MgZnL α→ + +

�

 

 

3  Semi-solid Microstructure of Mg-9Zn-XAl Alloy 

Prepared by SIM 

Fig.8 shows the microstructures of the Mg-9Zn-XAl alloy 

prepared by the self-inoculation process under the best 

technology conditions. The white phase is primary α-Mg and 

secondary solidified microstructure (smaller white parts), and 

the dark continuous matrix is the eutectic phase, which is 

 

 

 

 

 

 

 

 

 

 

 

 

Fig.7  XRD patterns of Mg-9Zn-XAl alloy 

 

similar to the result reported by Xing

[19]

. Comparing the three 

microstructures in Fig.8, it is found that with increasing Al 

content addition, the average grain size becomes smaller, and 

the average roundness decreases firstly and then increases (see 

Fig.9). When Al content is 2%, 4%, and 6%, the grain size is 

65.3, 56.5, and 52.2 µm, and the roundness is 1.3, 1.19, and 

1.23 respectively. Wang et al

[20]

 studied the grain refinement 

mechanism of Al and Zn content on magnesium alloy from the 

point of the crystalline free phases, and established a classical 

mathematical model which can be used to assess the alloy 

microstructure.  

Fig.10 shows the mechanical properties of rheo-casting 

 

 

 

 

 

 

 

 

 

 

Fig.8  Rheo-casting microstructures of Mg-9Zn-XAl alloy: (a) ZA92, (b) ZA94, and (c) ZA96 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Fig.9  Average grain size and roundness of Mg-9Zn-XAl alloy 

samples at different Al additions and temperatures. It can be 

seen that with an increase of Al content, the comprehensive 

strength increases and comprehensive deformation decreases 

slightly. This may be due to the grain refined alloy and the 

increasing amount of the second phase(MgZn, Mg

32

(Al,Zn)

49

, 

and Mg

17

Al

12

), which hinders dislocation slip. At room 

temperature, the comprehensive strength of ZA92, ZA94, and 

ZA96 magnesium alloy are 358, 389, and 410MPa, and the 

comprehensive deformations are 13.13%, 13.8%, and 14.32% 

respectively. When the working temperature of the samples is 

between 20~150 °C�the comprehensive strength decreases 

slightly with an increase in operating temperature. However, 

the comprehensive strength decreases quickly for the ZA96 

magnesium ally during 100~150 °C. This is because Mg

17

Al

12

, 
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Fig.10  Comprehensive properties of Mg-9Zn-XAl alloy: (a) comprehensive strength and (b) comprehensive deformation 

 

which only formed in ZA96, softens rapidly in this 

temperature range. The comprehensive deformation increases 

rapidly during 100~150 °C. When the working temperature is 

150 °C, the comprehensive strengths of ZA92, ZA94 and 

ZA96 magnesium alloy are 278, 283, and 295 MPa, and the 

comprehensive deformation are 36.22%, 33.02%, and 31.21% 

respectively. When the operating temperature increases to 200 

°C, the comprehensive strength decreases quickly, but the 

comprehensive deformation has no obvious change. 

4  Conclusions 

1) A larger temperature window is conducive to the control 

and operation of semi-solid forming for the Mg-9Zn-XAl (X=2, 

4, 6) alloy, and the temperature sensitivity of all the solid 

fractions is smaller than 0.015. 

2) Mg-9Zn-XAl alloy has different phase transformation 

temperatures and paths at different Al additions. α-Mg, MgZn, 

Mg

32

(Al, Zn)

49

, and Al

5

Mg

11

Zn

4

 form in all samples. When Al 

addition increases to 6 wt%, the Mg

17

Al

12

 phase forms.  

3) The grain size and roundness of Mg-9Zn-XAl alloys 

prepared by the self-inoculation rheo-diecasting method are 

65.3, 56.5, 52.2 µm, and 1.3, 1.19, 1.23, respectively. 

4) With the increase of Al content, the comprehensive 

strength increases, and the comprehensive deformation 

decreases slightly. Mg-9Zn-XAl alloys have better mechanical 

properties at a higher temperature. When the working 

temperature is 150 °C, the comprehensive strength and 

deformation are 278, 283, 295 MPa and 36.22%, 33.02%, 

31.21%, respectively. 
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