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w 1  x&18 SEMyz 

Fig.1  SEM images of the raw materials: (a) AlN angular powders 

and (b) AlN spherical powders 
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Fig.2  Influence of AlN powder morphology on viscosity 

of composites 
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Fig.3  Influence of AlN powder morphology on thermal 

conductivity of composites 
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Fig.4  SEM images of cross section of composites with various filling fraction: (a) 10%, (b) 20%, (c) 30%, and (d) 50% 
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w 5  KH570����@ AlN301@����w 

Fig.5  IR spectra of AlN spherical powders before and 

after KH570 treatment 
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Fig.6  Influence of the amount of KH570 on thermal conductivity 

of composites 
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Preparation and Properties of AlN-Based Thermal Conductive Composites 

 

Wang Qi, Wang Han, Li Sen, Guo Zhaoying 

(University of Science and Technology Beijing, Beijing 100083, China) 

 

Abstract: Thermal conductive composites with various filling fractions were prepared using angular and spherical AlN powders as fillers 

and PDMS as organic matrix. The influence of particle morphology, filling fraction and surface treatment on the viscosity and thermal 

conductivity of composites was deeply investigated. The results indicate that the AlN spherical powders can significantly reduce the 

viscosity of composites compared with the AlN angular powders, which is in favor of obtaining higher filling fraction and larger composite 

thermal conductivity. In addition, the surface treatment of AlN powders with KH570 is beneficial to reduce the interface thermal resistance 

and to improve the composite thermal conductivity. When the concentration of KH570 is 2.0wt%, the highest composite thermal 

conductivity is obtained, which is ~22.5% higher than that of untreated fillers. 

Key words: AIN; composite; thermal conductivity 

 

Corresponding author: Wang Qi, Ph. D., Associate Professor, School of Materials Science and Engineering, University of Science and 

Technology Beijing, Beijing 100083, P. R. China, Tel: 0086-10-62332457, E-mail: wangqi15@ustb.edu.cn 


